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Figure 2 : A - Crack-like pores located at calcite crystal boundaries (white arrows). B - 
close-up of picture A, microcrack-like pores in a calcite crystal (white arrows). C, D, E & 
F - Matrix layout of the calcite phase with clay-flakes (white arrows) located at crystal 
boundaries, and coating crystal (Cal.) edges.


